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Fiber Burn Test

For the following experiment, obtain:

11 mystery samples of fabric, small pie tin, tweezers and matches 

Refer to the Fiber Burn Chart on the previous page to help you determine what type of fiber was used in each of the mystery samples.  Record your findings below.  Be sure to keep your samples in order.  BE CAREFUL and good luck. Choose From:

Acetate, Acrylic, Cotton, Jute, Linen, Metallic, Nylon, Polyester, Rayon, Silk, Wool  

	Mystery Fiber
	Flame Color
	Odor
	Residue/Ash
	Mystery Fiber Conclusion
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